TABLE 8-4

Thermoelectric sensitivity S=dE/dT of

thermoelememt made of materials listed
égainst platinum, MV°C—®

(Reference junction kept at a temperature

of 0°C)

Bismuth =72 Silver 6.5
/Comstantan =353 Copper 6.5
Nickel  —13 Gold 6.5
Potassium -9 Tungsten 7.5
Sodium -2 Cadmium 7.5
Platinum 0 Tron 85
Mercury 0.6 Nichrome 25
Carbon 3 Antimony- 4L
Aluminum 3.5  Gérmanium 300
Lead 4 Silicon 440
Tantalum 4.5 Tellurium 500 /
Rhgocium G Scicnium U
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